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QUALITY AXMINSTER (%80 Wool - %20 Polyamid) 
  

QUALITY AXMINSTER (%80 Wool - %20 Polyamid) 

DENSITY 7x6 
 

DENSITY 7x10 

PILE HEIGHT 7 mm (±%3) 
 

PILE HEIGHT 7 mm (±%3) 

YARN COUNT 4,25/3 
 

YARN COUNT 4,25/3 

JUTE COUNT 32/1 
 

JUTE COUNT 16/1 

WARP 1100 dtex pe 
 

WARP 1100 dtex pe 

WEAVING STRUCTURE 1/3 
 

WEAVING STRUCTURE 1/3 

YARN WEIGHT 940 gr/m2 
 

YARN WEIGHT 1570 gr/m2 

FINISHED WEIGHT 1866 gr/m2 
 

FINISHED WEIGHT 2365 gr/m2 

  
 

   

QUALITY AXMINSTER (%80 Wool - %20 Polyamid) 
 

QUALITY AXMINSTER (%80 Wool - %20 Polyamid) 

DENSITY 7x7 
 

DENSITY 7x10 

PILE HEIGHT 7 mm (±%3) 
 

PILE HEIGHT 9 mm (±%3) 

YARN COUNT 4,25/3 
 

YARN COUNT 4,25/3 

JUTE COUNT 26/1 
 

JUTE COUNT 16/1 

WARP 1100 dtex pe 
 

WARP 1100 dtex pe 

WEAVING STRUCTURE 1/3 
 

WEAVING STRUCTURE 1/3 

YARN WEIGHT 1096 gr/m2 
 

YARN WEIGHT 1885 gr/m2 

FINISHED WEIGHT 1981 gr/m2 
  

FINISHED WEIGHT 2680 gr/m2 

 

QUALITY AXMINSTER (%80 Wool - %20 Polyamid) 
  

QUALITY AXMINSTER (%80 Wool - %20 Polyamid) 

DENSITY 7x8 
 

DENSITY 7x11 

PILE HEIGHT 7 mm (±%3) 
 

PILE HEIGHT 7 mm (±%3) 

YARN COUNT 4,25/3 
 

YARN COUNT 4,25/3 

JUTE COUNT 26/1 
 

JUTE COUNT 16/1 

WARP 1100 dtex pe 
 

WARP 1100 dtex pe 

WEAVING STRUCTURE 1/3 
 

WEAVING STRUCTURE 1/3 

YARN WEIGHT 1253 gr/m2 
 

YARN WEIGHT 1735 gr/m2 

FINISHED WEIGHT                           2245 gr/m2 
 

FINISHED WEIGHT 2595 gr/m2 

QUALITY AXMINSTER (%80 Wool - %20 Polyamid) 
  

QUALITY AXMINSTER (%80 Wool - %20 Polyamid) 

DENSITY 7x9 
 

DENSITY 7x11 

PILE HEIGHT 7 mm (±%3) 
 

PILE HEIGHT 9 mm (±%3) 

YARN COUNT 4,25/3 
 

YARN COUNT 4,25/3 

JUTE COUNT 16/1 
 

JUTE COUNT 16/1 

WARP 1100 dtex pe 
 

WARP 1100 dtex pe 

WEAVING STRUCTURE 1/3 
 

WEAVING STRUCTURE 1/3 

YARN WEIGHT 1409 
 

YARN WEIGHT                          2073 gr/m2 

FINISHED WEIGHT 2139 gr/m2 
  

FINISHED WEIGHT 2930 gr/m2 


